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Test Result(s):  

REACH – Lead content 

Method: 

Metal –CPSC-CH-E1001-08.3 

Nonmetal –CPSC-CH-E1002-08.3 

Surface coating –CPSC-CH-E1003-09.1, analyzed by Atomic Absorption Spectroscopy (AAS) or Inductively 

Coupled Plasma Optical Emission Spectroscopy (ICP-OES). 

Material No. Limit (mg/kg) Result (mg/kg) Conclusion 

1+2
N 

500 N.D. PASS 

 

Note: 1. mg/kg = milligram per kilogram (ppm). 

2. N.D. = Not Detected (< RL). 

3. RL (Reporting Limit) = 10 mg/kg. 

4. “
N
” = The test result is obtained from composite testing on materials linked with “

N
” mark, it is 

possible that individual test result can be higher if the materials are tested separately. This had 

not been taken in account in the conclusion of this report. 

 

 

Total Cadmium (Cd) 

Method: 

Metal – With reference to CPSC-CH-E1001-08.3 

Nonmetal – With reference to CPSC-CH-E1002-08.3 

Surface coating – With reference to CPSC-CH-E1003-09.1, analyzed by Atomic Absorption Spectroscopy 

(AAS) or Inductively Coupled Plasma Optical Emission Spectroscopy (ICP-OES). 

Material No. Limit (mg/kg) Result (mg/kg) Conclusion 

3+4
N 

100 N.D. PASS 

 

Note: 1. mg/kg = milligram per kilogram (ppm). 

2. N.D. = Not Detected (<RL). 

3. RL (Reporting Limit) = 2 mg/kg. 

4. “
N
” = The test result is obtained from composite testing on materials linked with “

N
” mark, it is 

possible that individual test result can be higher if the materials are tested separately. This had 

not been taken in account in the conclusion of this report. 

 

 

 

 

 

 

 

 










